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MATRIX SOURCE LTD.

1/F, YUE THAI COMMERCIAL BUILDING
128 CONNAUGHT ROAD,

CENTRAL,

HONG KONG

The following sample was submitted and identified on behalf of the client as
NINE WEST PLANNER

SGS Job No. : 1270359
Country of Origin : CHINA
Country of Destination : USA
Sample Receiving Date : JUN 25 2009
Testing Period : JUN 25 — JUL 04 2009
Test Requested : To determine the Lead content in accordance with the US CPSC 16 CFR 1303.
Test Method . With reference to ASTM E1645-01 and E1613-04.
Test Results : Testitem 1 2 Limit
Lead (Pb) < 0.002% < 0.002% 0.060%

Sample Description :
1. Transparent Coating
2. Multi Color Coating

Note: 1.<=less than
2. % = percentage by weight
Or 3. Results shown are of the submitted wet paint samples.

Conclusion : When tested as specified, the submitted samples comply with the Lead requirement
stated in US CPSC 16 CFR 1303.

Signed for and on behalf of
SGS Hong Kong Ltd

(e

Hui Ying Ngai, Alex
Section Manager
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Sample photo :

2098685/EC (Product)
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SGS authenticate the photo on original report only

** End of Report ***
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